disnko-ximiyHa mexaHika matepiaaiB. — 2017. — Ne 6. — Physicochemical Mechanics of Materials

LIST OF PAPERS PUBLISHED IN “PHYSICOCHEMICAL MECHAN ICS
OF MATERIALS” IN 2017

Lobanov L. M., Pashchyn N. A., Mikhodui O. L., &ftkrkashyn A. V.

Effect of parameters of electrodynamic actionstendtressed state

of AMg6 alloy sheetsvelded JOINtS............ccoooeiiiiiiiiii e 1 7
Knysh V. V., Solovei S. A, Kadishev A. A., Nyritoug and Osadchuk S. A.

The influence of high-frequency peening on corrodatigue

Of Welded JOINTS. ..o 1 12
Lysenkov E. A., Gagolkina Z. O., Lobko E. V., Tkal. G., and Klepko V. V.

The influence of carbon nanotubes on mechanicggsties of the cross-

liNked POIYUretNaNES .......cooiiiiiieeee e 1 18
Pidgaichuk S. Ya., Yavorska N. M., and Abramov é&@ermination

of the optimal modes of annealing of compositeteddgtic nickel-based

(o0 = 11 0o | PR 1 25
Tsekhanov Yu. A., Sheykin S. E., Pohrelyuk I|. BtikK D. V., and Sergach D. A.

Modification of the surface of spheres fr&W1-0 titanium by combining

cold plastic deformation and thermodiffusion satiorawith nitrogen ............... 1 29
Gubenko S. The influence of laser treatment on the strengtigenof inclusion—

steel matrix interphase under plastic deformation..................ooooieiiiiiiienne. 1 35
Glotka A.4. and Moroz O. MThe influence of distribution of carbides wear

oN 11KIBM-II (440°C) SLEEI..uuuuiiiiiiieiiiiiee e e e e e e 1 40
Shtefan V. V., Yepifanova A. S., Kovaliov A. Ad,Bairachnyi B1.

Electrodeposition of very hard coatings of cobalyhdenum alloy................. 1 44
Ostash O. P., Chepil R. V., and Hrybovska Yon.the determining parameters

of serviceability of elastic clamps of railway jt8n..................ccoccciiiiiieiinenenn, 105

Buketov A. V., Sapronov O. O., Brailo M. V., ZindteD. O., and Nigalatii V. D.

Investigation of hydro-abrasive wear of epoxy cosifs containing

a tWo-COMPONENE fIllEF ... .uiiiiiieeeeeii e 1 56
Efremenko V. G., Zurnadzhy V. I., Chabak Yu. Gietkeva E. V.,

and Dzherenova A. Wpplication of Q-n-P-treatment for improving wear

resistance of low-alloyed steel With 0.75% C ccceeeeeeeiiiiiiiiiiiiiiiiieee 116
Mahamood R. M. and Akinlabi E. Effect of scanning speed treatment

on the microstructure, microhardness, wear andsimn behaviour

of laser metal deposited Ti—6AI-4V/TIC COMPOSItE........cceereeriiiiiiiiiiiiiiieeee 1 69
Yuanli Du, Molkov Yu. V., Lenkovskyi T. M., and &oluk R. AStress-strain

state analysis of the process zone under biaxaalihg of a plate

WIth @ CENEFAl CTACK ... .c.iiiiiiiiiie ettt e e e e 1 78
Ostryk V. |.A closed semi-infinite crack at the boundary ofedastic strip
and a rigid Wall ...........oooii e ———————————— 1 84

Hembara O. V., Chepil O. Ya., and Hembara TApplication of energy

approach to the evaluation of serviceability ofesm boiler drum

under thermal cycling and hydrogenation........ccc....eeeiiiies 190
Marushchak P. O., Konovalenko I. V., Chausov MB&hchak R. T.,

and Pylypenko A. FAssessment of material damaging by the results

of tensometry and computer analysis of the stathesurface

deformation relief ..... ... ———— 1 96
Acufia Gonzales N. A, Bilyy O. L., and Gonzalezk&nJ. AMonitoring

of critical length of crack-like defects in the ldone cement because

of their different geomMEtry.......ccooi i 1 102



Znak Z. O. and Zin O. Decrease of corrosion activity of liquid waste
in production of chlorine and caustic SOda...ccccoo.ooooeiiiiiiiieeeeee 1...108
Labur T. M., Ostash O. P., Holovatyuk Yu. V., Ko¥aA., and Shynkarenko V. S.
Influence of alloying and thermal treatment onrsiith and cyclic crack

resistance of Al-Cu—Mg alloy welded joints. P..L......ccovvvviiveeeeeeieiins 2 7
Neimitz A. and Dzioba R.Fracture toughness of the high-strength steelsinwit
the ductile to cleavage transition temperature eanlylaster Curves.................. 2 16

Solonin YuM., Galiy O. Z., Grayvoronska K. A., and KhyzhunvO.

Influence of oxidation on surface state and elekdrcapacitance

Of ZI—=MN=Cr—=Ni—=V @llOY .....eevreiiiiiiee e 2 24
Pohrelyuk I. M., Sheykin S. E., Lavrys S. M., Serda. A., and Baytser A. E.

Influence ofBT22 alloy structural factors on surface hardening

during deformation-diffusion treatment....... ..o 2... 30
Borts B. V., Korotkova I. M., Lopata @., Sytin V. |., Tkachenko V. I,

and Vorobyov I. OMethod of solid-state welding of austenitic

and oxide dispersion strengthened steels .. - 2., 36
Mokra I. R., Fedorchuk A. O., Fedyna L. O., andy?EJdM F Pecullarltles

of phase formation and crystal structures of compisu

in the ternary TM—CuU—Si SYSIEM.........uuuiimmcmrcceeeeeeeee e e e e e e eeevnereeeeeeees 2 4
Balaban O. V., Grygorchak I. I., Kondyr A. |., Zaénko A. S., Mitina N. E.,

Datsyuk V. V., Trotsenko S. E., and Miagkota On\&stigation of planar

guantum functional polymer nanolayers structurepaybenzimidazole

fIDEr NANOSNEELS ...t 2 47
Demchenko V. L. and lurzhenko M.Structure and properties of welded joints

of one-type polyethylene formed under constant retigfield.......................... 2 54
Trush V. S., Fedirko V. M., Luk’'yanenko O. H., &udtun K. V.The optimization

of thermal treatment environment of GFE-1 hafnidimya.......................ce.e 2 61
Lenkovskyi T. MiFatigue crack growth resistance of heat-treatddstéel

UNAET trANSVEISE SNEAT.......c.vviiiiiiee s mermmmm et e s 2 66
Kharchenko Ye. V., Student O. Z., and Chumalo thfMience of 1TIC steel

degradation on its properties after service omta@ pipeline...............cccoooo..n. 2 72

Andreikiv O. Ye., Nykyforchyn H. M., Shtoiko I.d&hg Lysyk A. RAssessment

of residual lifetime of oil pipes with outer suréacorrosive mechanical

crack under oil laminar flow and reusable hydroblow.............ccccccccccnnn. 2 80
Czaban J. and Kaminski Hentification of mechanical properties of compdun

feeds for modelling the processes of thickening@mdpaction......................... 2 89
Topczewska Kinfluence of friction power on temperature durbrgking.................. 2 96
Moshchenok V. I., Lalazarova N. O., Moshchenok.faftl Demchenko S. V.

Evaluation of materials nanohardness by the spbeical indenter................... 2 102
Ledovskykh V. M. aricevchenko S. \Electric-mechanical method

for the preparation of steel surfaces by galvanmegh ...........cccccoveveen. 2 109
Shvabyuk V. I., Matkova A. V., Luniov S. V., anéhByuk V. VThe method

of shear modulus determination for n-Ge and n48jlsicrystals ...................... 2 115
Shopa T. Wibration of orthotropic doubly curved panel wihts of cut-outs

and inclusions of arbitrary configuration .........cccooiiiiiiiiieeeeee 2..121
Hrytsyna O. RThe effect of near-surface inhomogeneity on propaga

of SH waves in iSotropiC MAterialS ............euueuiiiiiiiiiiiiiieiieea s 2 128
Kindrachuk M. V., Volchenko D. A., Volchenko N.Siebeletska N. M.,

and Voznyi A. Influence of hydrogen on wear resistance of malteri

in a friction pair of braking deviCe..........ccea e, 2 135
Balitskii A.1., Abramek K. F., Mrozik M., Stoe€k and OsipowicZ. Evaluation
of hydrogen containing gasses losses during wepistdn engine..................... 2 142

Skalskyi V. R., Nazarchuk Z. T., Dolinska I. Yargwa R. Ya., and Selivonchyk T. V.
Acoustic-emission diagnostics of corrosion damageasaterials (A review).
P. 1. Detection of electrochemical corrosion ancgtagion fatigue ..................... 3 7

120



Zavaliy I. Yu., Verbovytskyy Yu. V., Berezovetg.\VShtender V. V.,
Pecharsky V. K., and Lyutyy P. Yynthesis, structure and hydrogenation

properties of (Ti,ZNioNy SUDNITIAES ...t 3 18
Slobodyan Z. V., Mahlatyuk L. A., Kupovych R. Bts\Wuk R. A., and Zin Ya. I.

Peculiarities of aluminium and copper contact csion in NaCl solutions ........ 3 26
Bairachnyi B. I., Zhelavskyi S. H., Maizelis A. énd Voronina O. V.

Corrosion behaviour of electrode materials for picitbn of hydrogen ............. 3 32

HertsykO. M., KovbuzM. O., Boichyshyn L. M., Pereverzeva T. G.,
and Reshetnyak O. \hfluence of alloying on corrosion resistance

of Fe-based bulk amorphous alloys based ....ccccceeeeeeeeeiiiiieiiiins 373
Herasymenko R. Yu., Vasylev H. S., and Herasymémk8.The increase
of corrosion monitoring validity for low-carbon sldén tap water ...................... 3 43

Stechyshyn M. S., Martynyuk A. V., Bilyk Yu. Mek€dndrenko V. P.,
and Stechyshyn N. Nhfluence of steels ion nitriding in glow

discharge on layers structure and properties . ...ccc....oooeveiiiiiiiiiciiiieeeeeeeeeee 349
Kryshtopa SI., Petryna D. Yu., Bohatchuka/., Prunkol. B., and Melnyk Vi\/.
Surface strengthening of 40X steel by electriclspdloying.........ccccceeveeeeeeennnn. 3 56

StudentM. M., Dovhunyk V. M., Posuvailo V. M., Kovalchuk |. V.
and Gvozdetskyi V. Nfriction behaviour of iron-carbon alloys

in coupling with PEO layers synthesizedJb6T alloy...........ccceeeeeeeiiiiiiiiiicnnns 3 63
Sokolova HM. and Pastukh I. MEnergetic aspects of nitriging modeling
IN QIOW dISCRAIGE ... ..ttt 3 71

Sakhnenko M. D., Ved M. V., and Ovcharenko (Rl@sical and mechanical

properties of composite electrochemical coatingsMinbased foils

reinforced DY AJOs ..o i 3 76
Levytskyi V. Ye., Katruk D. S., Kochubei V. V., Enetskyi T. V., Bilyi L. M.,

and Masyuk A. Snfluence of polyvinylchloride on chemical

and thermal durability of highly filled polyesteomposites............cccccvvvveveeennnn. 3 86
Suberlyak O. V., Baran N. M., and Yatsulchak HPNysical and mechanical

properties of films based on polyamide with polypyrrolidone mixtures ...... 3 93
Kit H. S. and Andriichuk R. M.hermoelastic state of half-space with clamped

boundary at heat-generation in circular domainlpm® it ...............ccccvvveeenen. 3 98
Antonenko N. MPlane thermoelastic deformation of elastically afititayer

plate linked with rigid half-plane...........cc e, 3 105
Rozumek D. and Faszynkali@luence of notch radius on fatigue crack

propagation in beam specimens of 2017A-T4 allQy..cc.......coovviiiiiiiiiiiiiinee. 3 112
Kozak L. Yulnvestigations of unstable crystal lattice on disermodels ................... 3 118

Skalskyi V. R., Nazarchuk Z. T., Dolinska I. Yareka R. Ya.,

and Selivonchyk T. VAcoustic-emission diagnostics of corrosion damages

of materials (A review). P. 2. Corrosion crackirfgreetals.

Applied aspects of the method application ........cc...eevevvieieeeeens 47
Demchenko V. [Peculiarities of structural organization and themmechanical

properties of nanocomposites pectin-AG-P4VP formmeder constant effect

Of MAGNELIC fII .....eeeiiiiiieeeeeee e 4 20
Labur T. M., Ostash O. P., Holovatyuk Yu. V., Ko¥aA., and Shynkarenko V. S.

Influence of alloying and thermal treatment onrsiith and cyclic crack

resistance of Al-Cu—Mg alloy welded joints. P..2........cccccoiiiiiiiiinis 4 28
Student OZ., Krechkovska H. V., Palashchuk T.,Yand Hladkyi Ya. M.

The influence of long-term operation of 12 X@M steel bends

of the main HPP pipelines on its mechanical pra@ert...........cccccceeiiiiiiiiiinns 4 34
Kaplun P. V., Dykha A. V., and Gonchar V.Gantact endurance of 40X steel

in different media after ion nitriding and nitroqeRINg .........ccoeeeeeeeriiiiiiiiiicnnns 4 42
Malyshev V. V., Shakhnin D. B., and Gab ARrbperties of galvanic tantalum

coatings obtained from chloride-fluoride melts..............ccccoo e, 4 48



Ghazvinloo H. R., Honarbakhsh-Raouf A., and Kiaasfitd A. RMechanical

properties of a high Si and Mn steel heat treatetiio-step quenching

=Yg To N oF=Tau1 7] o1 o T PP 4 54
Kuntyi O. ., Zozulya GI., DobrovetskaD. Ya., Korniy S4., and ReshetnyaR. V.

Copper, silver and nickel deposition on aluminiuyrtliee galvanic

(1= 0] = Tt =1 41T o | SRR 4 60
Shyrokov V. V. and Shyrokov O.TWie influence of durable aging under loading
on physicochemical properties of vanadium............cccccoeeeeeiiiiiiiccccciiiiiiee, 4 66

Skoblo T. S., Sidashenko O. I., Satanovskii Y®l#nyk O. K., and Maltsev T. V.

Wearing features of oil scrapper piston rings wiithcoating

under bench tests for friction and wear......cccccccceeeeiiiiei 4. 71
Kyryliv V. I., Chaikovskii B. P., Maksymiv O. VndaShalko A. Contact fatigue

of 20XH3® and 55 M®A steels with surface nanostructure

in corrosive-abrasive enviroNMEeNtS ..........cceeeeeviiiiiiiieeeeeeeeee e 4. 78
Andreikiv O. Ye., Lysyk A. R., Shtayura N. S.,Batali A. V.Estimation

of residual life-time of thin-walled structural etents

with short corrosion-fatigue Cracks..........cceeevveiiiiiiiieee e 4 84
Lagoda T., Kulesa A., Kurek A., and Koziarsk&drrelation of uniaxial cyclic

torsion and tension-compression for low-cycle fadig................ccocccvvvvvvvnnnnnen. 4 91
Fabing Qin, Hembara O. V., and Chepil O. ¥&odeling of hydrogen effect

on bearing capacity of structures of power equigmen

UNAEr tEMPEIALUIE CrEEP. ... uuueutiieieeee i e e e e e e e e et e e e eeeeeaaaaaeeeannn 4 99
Onyshko O. YeModeling of physical and mechanical behavior didso

with shape memory under electric field action oo ..evveeiiiiiis 4 710
Konovalenko I. V. and Marushchak P.@se of fuzzy sets properties

for computer analysis of tear pits shape and SiZeS ..o 4 21
Gonzalez Sanchez J. A., Bilyy O. L., and YukhyvaREvaluation of limestone

strength after long-term weathering in natural ¢ooms ..................cccvvvvnrnnneee. 4 122

Pokhmurskii V. I., Zin I. M., Student M. M., TynMisB., Veselivska H. H.,

and Stupnytskyi T. Rnprovement of corrosion-resistant properties

of working emulsion for mine hydraulic SyStemS..........covvvvvveeeeeiiiiiiiicccins 4 129
Panasyuk V. V. and Sylovanyuk VHatimation of stress concentration

near thin elastic or viscoelastic INCIUSIONS wooe i 5 7
Savruk M. P., Kvasniuk O. I., and ChornenkyB.Periodic system of closely

spaced holes in elastic plane under antiplanenstrai..............cccccceeiieneinannnnnnn. 5 16
Sulym H. T. and Piskozitb Z.Nonlinear deformation of thin interphase

1 Tod 0= o] o PP 5 24
Kravets V. SStress state of a plane wedge-shaped specimemanviglige crack

under uniaxial tENSION .......ccoiiiiiiiie e 5 31
Skalskyi V. R., Rudavskyi D. V., Yarema R. Ya.Kamilik Yul. Mechanical

stresses distribution in tyre during its pressing/taeel centre of electric

[OKOMOLIVE ...t e e eaee e s 5 42
Revenko V. RCalculation of axisymmetric stress-strain stateaaf-layer

cylinder under local [0adsS............c.ooi i eeeeeeiieee e 5 48
Dolinska I. YaCalculation of residual resource of steam turboterrdisk

considering the number of the equipment shut-downs................cccccviiiiinnee 5 54
Ogorodnikov V. A., Grechanyuk M. S., and GubanoV.£&nergetic reliability

criretion of structural elements for transport Mean...........ccceeeeeeviineeennen, 5 61
Topczewska Kinfluence of the friction power on the temperatsiresses

during SiNgle Draking ..........ueueieiiiiiii e 5 66
Panchenka. V., lvanytskyi Ya. L., Kun P. S., and ZhuravgkyD.

Determination of durability of the ferroconcreteab® reinforced

With cCOmMPpPOSite Band ..........ccevviiiiiiiiecc 5 73
Zakharova L. MSimulation of irreversible deformation of ground
and rock mass by methods of elestiCity theOrY.eeevovvvvveeeiiiiiii 5 &7

122



TsyrulnykO. T., Kret N. V., Voloshyn ., and ZvirkoO. I. Method

of laboratory degradation of structural steelS...........ccccccceeiiiiiiiiiiiiiiiiiinns 5... 85
OstashO. P., Chepil R. V., Markashova L. I., Hrybovskd.VKulyk V. V.,

and Berdnikow O. M. Influence of thermal treatment on the endurance

(o)l G1) BS) (= Y o 1T £ P PERERRRR 5 94
Fedirko V. M., Pohrelyuk I. M., Lukianenko O. Havitys S. M., Kindrachuk M. V.,

Dukhota O. I., Tisov O. V., and Zahrebelnyi VIWermodiffusional

saturation oBT22 titanium alloy surface from the controlled

oxygennitrogen-containing gas environment on thegagtage ..........ccccvvvveeeeee.. 5 100
Hvozdetskyi V. M., Sirak Ya. Ya., Zadorozhna Khaiid Demianchuk Ya. M.

Influence of drops size and flow rate on struciumd properties

Of arc SPraying COAtINGS ......cccuurieiiiiiieeeeeer ettt e e e e e e e e e e e e e e eeeees 5 110
Korzekwa J., @dek-Moszczak A., and Zubko Mfluence of nanoparticle’s

size on microstructure of OXide COALINGS ... . enermrririiiiiiiiiieeiaaaaaa e 5..116
Vynar V.4., Pokhmurskii V. ., Zid. M., Vasyliv Ch. B., and Khlopyk O. P.

Estimation off[16T alloy tribocorrosion mechanism by electrodeeptél........ 5 123

Stechyshyn M. S., Stechishyna N. M., and Kursk&yGarrosive
and electrochemical characteristics in acid modeirenments

of metal layers nitrated in @ glow diSCharge mm.coeeeeeeeeeiieiiiiiciieeeeeee, 529
Bersirova O. L., Bilyk S. V., and Kublanovsky \El&ctrochemical synthesis
of nanostructured electrocatalytic Fe—W COatingS .ccc...vvvvvvevveeieeeeeeeiiiiiiiiiinnns 5 136

Bouti S. Antonova M. N., Hamouda K., Babichev A. P., and Baya

The structure and mechanochemical properties af kdiricant Mo$

using vibration wave treatment.......... ... 5 142
Korniy S.4., Pokhmurskii VI., and Chervinska N. RQuantum-chemical

analysis of the mechanism of binary platinum nanstelrs degradation

by sulphur-containing COMPOUNGS.............ummmmeeeereeeerrereeeeeeeeeessansnnnnennn 6.. 7
KhomaaM. S., Holovei S. A., Ivashkiv V. R., and VasylivEKi he effect

of sulphides on hydrogen overtension and hydrogemaf Y8 steel

in chloride-hydrogen-sulphide enviroNMENLS ...evvvvveeiiiiiieieeeeeeeeee e 6 16
ChausowM. G., Maruschak PO., Pylypenkod. P., and Khaburskyi Ya. M.

Influence of dynamic non-equilibrium processes @athanical properties

and corrosive durability of titanium alloy.... ..o 6.. 23

Ozhigov L. $., Mitrofanov A. S., Dobrovolska I.,\8hramchenko S. V.,

Vasylenko R. L., Rybalchenko N. D., and Krainiuk®X.€orrosion

damages of pipelines at NNP and problems of thaitrol..................cccvveeeeeen. 6 30
Levchenko S. V. and Ledovskykid&/ Synergistic effects in the mixtures
of surfactants in mechanical processing of metals.............ccccviiiiin. 6 36

StudentM. M., Posuvailo VM., Veselivska H. H., Sirak Ya. Ya., and Yatsyuk R.

Corrosion resistance of plasma-electrolytic lay@rAl-Cu—Mg alloys

and coatings under different heat treatmMent ceeeeeeeoooeoeeeee oo, 642
Pohreliukl. M., Fedirko V.M., TkachulO. V., Proskurniak R. V.,

and Koroliova T. VCorrosion behaviour dT6c titanium alloy

in physiological solution after chemical heat tra@nt................ccocciiveeininnnen. 6 48
Znak Z. O., Mertsalo I. P., and Bukliv R.Hlectrochemical characteristics

of acid solutions of used saline chemical CUMT@IIrGES. ...........cceeeeririiiiiiiiiinns 6 57
Syrotiuk4. M., Leshchak R. L., and Dorogh /. Experimental and analytical

evaluation of pipe steels hydrogenation..............ccccouiiiiiiiiiiiiiiiiiiieeeeeee, 6.. 62
Kaplun P. VImpact of hydrogen on ion nitriding of steels ..............ccccviviiiieeennnn. 6 68
Stashchuk M. HThe influence of hydrogen concentration on stresses

in a solid Metal CYlINAEr..........c.uuuiiiiieeee e 6 73
Khyl S. V., Rudavskyi D. V., Kaniuk Yu. ., and [SaB.Determination

of the period of subcritical internal crack grovittthe rail head

under Service 10ading .........ccccciieuiiiieeeeees s 6 80

123



Andreikiv O. Ye., Shtoiko I. P., and Raiter ODtermination of the period

of subcritical growth of internal surface corrosivechanical crack

in the oil pipeline pipe under turbulent flow of and hydro blows.................... 6 88
Ivanytskyi Ya. L., Kun P. S., Lenkovskyi T. M.,kdelYu. V., and Shtayura S. T.

Choice of the measuring base of displacementsdtarchining

deformations by the optical-digital image corradatimethod ..............cc.....oo... 6 94
Kovalenko V. I., Martynenko L. I., and Marynin \..Hurability of vacuum-arc

niobium nitride coatings under action of abrasind aavitations........................ 6 99
Conrath E. and Berthod RProperties of a HFC-reinforced nickel-based

superalloy in creep and oxidation at 1300............ccceveeeeeeeiieiiiiieiciieeee 6 104

Pokhmurska H. V., HolovchuK. Ya., Dzioba Yu. V., Hvozdetskyi V. M.,
and Dzyubyk L. Mnfluence of cored wire diameter on structure

and properties of arc sprayed COatiNGS.....ccceeeeeerreeeeeeeiiiiiiiiirrerrreeeeeeeeas 6. 110
NemchulO. O. Peculiarities of diagnostics of the technical state
of port transship equIipMENt StEEIS. .........ciiiiiiiiii e 6 116

IN SCIENTIFIC CIRCLES

Stashchuk M. HProblems of brittle fracture mechanics ... eeeeeeiiiiineen . 113
Lukianenko O. HProblems of materials science and surface engimgeefimetals...1 115
Chervinska N. RCorrosion. Corrosion protection of metals....cccceeeeeieiiiinn. 1 118
Dmytrakh I. M General meeting of the Ukrainian Society on kneciMechanics

Of MALEIIAIS ...t 4 136
Kushnir RM., ZvirkoO. I. The Fourteenth International Conference

ON Fracture (ICF L14) ..ot ettt e et e e e e e e e e e e e eeneeees 4 139
Nykyforchyn H. MThe IV Summer School on Fracture Mechanics

of the European Structural Integrity SOCIEtY .cccccvvveeeeeeeieiiie e, 551

Marushchak P. OThe Fifth International Conference “Damage of mate
during exploitation, methods of its diagnostics anediction”
(DIMDP-20L17) ittt e eiieee e et e e etee e ettt e e esnaee e e ssteeesastaeeanseeeeesaeeesntaeeeasreeeanseeeans 5 153

List of papers published in “Physicochemical Mechias of Materials” in 2017.....6 119
AUTNOTS” INUEX. .1ttt e e 6 125

124



